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MISSOURI S&T NONDESTRUCTIVE EVALUATION OF BRIDGE DECKS - PILOT STUDY

TASK ORDER CONTRACT NO. TRYY1308
BRIDGE NO: A1187

FACILITY CARRIED: DIX ROAD

DATE OF 1ST INVESTIGATION: 09-16-2012
DATE OF 2ND INVESTIGATION: 05-19-2013

COMMENTS:

BRIDGE INVESTIGATED AT NIGHT.

APPROACH 1 WAS NOT INVESTIGATED AND IS NOT INCLUDED IN THIS DRAWING
SURFACE MATERIAL WAS ASPHALT UNLESS NOTED.
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